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Bondar-Clegg, Inc.
625 Spice Island Dr.

Geochemical

Building 1, Unit A . -
Sparks,ENevada 89431 PRIENEY Sl Lab Report
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES . R
DATE PRINITD:  5-NOV 91
REPORT: R91-12277.4 ( CORPLEYF ) 1 l PROJICT: NONF GIVFN PAGE 1 ]
]
SAMPLE ELEMINT Au SAUPLE FLEMINT Au
NUMBER UNTIS oMl N3 R UNTTS  OPT
P4 R91-799 11-5 027 P4 R91-799 200705 <0.002
P4 R91-799 5-1l1 fh.113 M6 RY1- 199 2115-210 <0.002
P4 R91-799 101-15 111036 P4 R9L-T99 210-215 0.013
P4 R91-799 15- 201 (11174 P4 R91-799 215- 220 0.012
P4 R91-799 211-25 e P4 R91-799 220-225 0.005
P4 R91-799 25-301 1.6 P& R91- 199 225230 0.002
P4 R91-799 301-35 111128 P4 R9L-199 2311-235 0.005
P4 R91-799 34-4lL 11.1119 P4 R91-799 235-24(1 0.006
P4 R91-799 411 -45 0.1135 P4 R91-80N 0-5 0.021
P4 R91-799 45-5il .14 P4 R91-8II 5-101 0.006 |
P4 R9L-799 SIS 1161 P4 RO SN 1115 0.003
P4 R9L-799 55-6ll ML P4 R91-BUI 15-201 0.002
P4 R91-799 6l1-65 R P4 ROL-I 20125 <0.002
P4 R91-799 45- Tl fh. 0110 P4 R9T- B 25- 30 <0.002
P4 R91-799 T1-T5 0.3 P4 R91-8IN 30135 0.002
P4 R91-799 /5 dll i3 74 R91- 80N 35-40 <0.007
P4 R91-799 81I-85 0.y P4 RY1-BIN 41145 <0.002
P4 R9L-T99 &4-911 (1. 1114 P4 R91-8HI 45-501 <0.002
P4 R91-799 M -95 iam? P4 R9L-8IN SI1-S5 0.016
P4 RI1-799 9411l UL, P4 R9T- S H5-611 0.015
P4 R91-799 1001115 RN P RIT-SIT BT 65 <0002
P4 R91-799 1015 1101 (1, 1114 P4 R91-8II 65- 700 6.003
P4 R91-799 1101-115 TR P4 R91-81 J11-75 0.004
P4 R9L-T99 115- 120 (. P4 R91- 80K 75 81 <0.002 |
P4 R91-799 1721-125 XY, P4 R91 -3 81185 <0.002 |
PG RIT-T99 175- 170 NI P RIT- BT §5-97 IR}
P4 R9L-799 1311-135 <L, P4 R91-8IIL 91195 0.013
P4 R91-T99 135- 1401 <ty P R91- 801 95- 1111 <0.002
P4 R91-799 1411-145 R, P4 RY1-8IM LI -5 <0.002
P4 R91-799 145-15il < P4 ROT-BI0 115- 1301 0.003
P4 RI1-799 1511155 arnz P& ROL-BI 11-115 T.003
P4 RIL-T99 155 16(1 {1106 P4 R91-BIW 115-120 0.004
P4 R91-799 1611-165 1. P4 R9L-BIN 1200175 0.010
P4 R91-799 145- 1711 i P46 R91- 8L 125-1311 0.023
P4 R91-799 170175 .12 P4 RO1 -8 1311-135 0.009
P4 R91-1799 175- 181 <. PG R9T-BNT 136-14T 0,003
P4 R91-799 1811-185 <z P4 RIL-8IN 1411145 0.010
P4 R91-799 185-1901 i AIH? P& ROT-SI 145- 150 0.029
P4 R91-799 1911-195 <tz P4 R9L-BIN 1511-155 0.068
P4 R91-799 195- 21l <l P& R9T- 8I 155- 1601 0.027
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Bondar-Clegg, Inc. 3
625 Spice stlﬁ\d Dr. Geochemlcal
Building 1, Unit A ad Lab Report
Sparks, Nevada 89431 >
s BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES . . i
DATE PRINTED: 5-NOV-91

REPORT: R91-12277.4 ( COAPIETE ) ] ] PROJECT: NON: GLVEN PAGE 2

SAMPLE FIFHENT Au Al t FIENENT fu

NUMBER UNLIS 0Pl NUMBER UNTIS oPT

P4 R91-8UM 1611 165 (.3 P4 R93- 817 S1-55 0.002

P4 R9L-8I1 165-17) 0. P4 R91-8112 55 -6 0.002

P4 R9L-8UN 1741-175 (1.158 P4 R9T- 812 6l1- 65 0.002

P4 R91-8I0 175-180 IRITE! P4 R91-802 65-7 0.008

P4 R91-8H(I 161I- 185 TR P4 R91-8U2 T0-75 <0.002

P4 R91-8HII 135-1911 RIIE P4 R91 812 75-3N <0.002

P4 R91-8IIM1 190195 <h.u? P4 RI1-8(12 8(I- 85 <0.002

P4 R91-8I01 195211 1.n3 P4 R91-812 85-91 <0.002

P4 R91-811 11-5 TRIT P4 R91-8112 911-95 <0.002

P4 R91-8N1 5-10 IRIE: P4 R91-8112 95110 0.002

P4 RO1-8111 1115 NI g RIT- QN7 T 111S <0.007

P4 R91-801 1520 <AL P4 R91-8I2 IS -1 <0.002

P4 R91-8i1 2025 T P4 R9T- 8172 110115 <0.002

P4 R91-8111 25-30 NIR1Y; P4 R91-8112 1151211 <n.002

P4 R91-8I11 30135 TR P4 R91-802 1201125 0.003

P4 RI1-8N1 35 40 IRV P& RYT-8I7 175130 U007

P4 R9L-8111 411-45 <Ly P4 R91-812 130-135 <0.002

P4 R91-811 45-50 1.2 P4 R91-812 135 -140) <0.002

P4 R91-8IIT 4I1-55 <l P4 RI1-8U7 1411145 0.002

P4 R91-8111 55 611 .1z P4 R91-812 145150 <0.002

P4 RIT-8TT 6165 .13 % RYT-R07 150155 .00

P4 R91-811 65-/0 IRILY; P4 R91-812 155 160 <0.002

P4 R91-8I11 THI- 75 0.002

P4 R91-8M1 75-31 0.009

P4 R91-801 8II-85 0.003

P4 R91-8A1 85 9N 0.002

P4 R91-81 91I-95 <0.002

P4 R91-8N1 95-11) <0.002

P4 R91-8AL 11N 105 <0.002

P4 R91-8N1 1NS-11h <0.002

P4 R91-8017 15 <0.002

P4 R91-812 5 -1 <0.002

P4 R91-8112 101-1% <n.002

P4 R91-812 15-20 <0.002

P4 R91-802 211- 25 <0.002

P4 R91-812 25 311 <0.002

P4 R91-802 301- 35 <0.002

P4 R91-802 35-44) <0.002

P4 R9L-8U2 411-45 0.003

P4 R91-802 45-51 0.004
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Bondar-Clegg, Inc.
625 Spice Istand Dr.
Building I, Unit A
Sparks, Nevada 89431

Ve . p A:“‘;";:"'. R
702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES .
DATE PRINTED:  5-NOV-91

Geochemical
Lab Report

REPORT: R91-12277.4 ( COMPLETE ) I l PROJECT: NONE GIVEN PAGE 3 I
STANDARD FLFRENT fAu STANDARD FLENENT fAu
NANE UNLITS ol NANIE UNTTS 0PY
ANALYTICAI Bl ANK <0.002
ANALYTICAL BLANK <0.002
ANALYTICAl 131 ANK <0.002
ANALYTICAL BLANK <0.002
Nusber of Analvses 4
Mean Value 0.0010
Standard Deviatian 0.U0006
fAicceoted Value 0.002
|
AU ASSAY ST 0.013 :
AU ASSAY STD 0.013
Number of Aunalvses 2 !
Mean Value 0.0130
Standard Deviation 0.00000
ficcepted Value 8.015
i
|
AU ASsayY Sib 0.142 i
Number of Analvses 1 §
fiean Value .1429 ;

Standard Deviation -
ficceoted Value 0.150
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building !, Unit A
Sparks, Nevada 8943

702 (359-9330) NDAR'CI.EGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES ,
DATE PRINTED:  5-NQV-91

Geochemical
Lab Report

NN :

REPORT: R91-122F7.4 ( COMPLETE ) ’ PROJECT: NONE: GIVEN PAGE 4 '{
SANMPLE FLEREND fu SARME FtERENT Au
NUMBER UNTIS oy NUMBIR UNTTS oPT
R91-799 35-4li 0.019
Dup!icate 0.023
R91-799 85-91 (.004
Dublicate 0.003
R91-799 1441501 <0.002
Duplicate <0.002
RIL-799 195- 24l <0.002
Duplicate <0.002 ;
i
R91-8UO 15- 201 0.002 |
Duplicate 0.003
!
R91-8U0 65- Il 0.003 i
Duplicate 0.003
R9T-8O0 125-1 3 0.023 j
Dup!icate 0.024 3
R91-8U0 175- 181 0.011 i
Duplicate 0.013 i
RI1-80M 1801185 0.005
Duolicate 0.004
|
R91-801 35-401 <0.002 i
Dup!icate <0.002
R91-301 90195 <0.002
Dupliicate <f.002
R91-802 35-40 <D.002
Duolicate <0.002
R91-802 90-94 <0.002
Duplicate 0.002
R91-8012 145 150 <0.002

Duplicate 0.004




